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Introduction 

The development of optical fiber technology has 
spurred the development of a wide range of optical 
s e n s o r s  f o r  many  p hys ical  p ar ameters.[1] 
Interferometric sensors where the fiber is coated 
wit h a magnetic material are now capable of 
sensitivities in the microguass range [2] with 
potential for further improvement. These sensors, 
however, have bandwidths limited to the kilohertz 
range because of the nature of the magnetostrictive 
coating materials. The recent development of new 
magnetic semiconductors w hich show very large 

Faraday rotations make possible mo d erately  
sensitive devices (milliguass) with very large 
bandwidths (gigahertz). 

I n  t his  talk, we would like to explore the 
limitations on optical sensing of magnetic fields 
using the Faraday effect imposed by the properties 
of the sensing material. Emphasis will be given to 
factors limiting the bandwidth of these devices. 

Faraday Effect 

The Faraday effect involves modification of the 
dielectric response of a material by an applied 
magnetic field. This can come about through the 
modification of the electronic transition energies, 
the matrix elements and/or the populations of the 
spin split ground state. The first two factors 
normally lead to a "diamagnetic" or temperature 
independent Faraday effect and the last factor 
leads to a "paramagnetic" or temperature dependent 

Faraday effect. Simple models of these effects [3] 
show that the Faraday effect can be maximized by 
using light with a photon energy close to the 
electronic transition energy and by having a 
material with a strongly paramagnetic groundstate. 
This is the reason for the use of rare earth doped 
glasses. 

The dilute magnetic semiconductors are a relatively 
new class of materials w hich have been found to 
s h o w  very large Faraday effects.[4] These 
materials are exemplified by the Cd(1-x)Mn(x)Te 
system which allows values of x up to 0.7 without a 
phase transition. In this material the bandgap of 
the semiconductor varies linearly with x allowing 
the tuning of the electronic transition energy to 
match the light source used. The Faraday effect is 
a p p r o x i m a t e l y  p r o p o r t i o n a l  t o  t h e  M n
concentration. 

Experimental Results 

Faraday rotation measurements have been made on 
several alloy compositions at a number of different 
wavelengths and at frequencies up to 10 gigahertz. 
These measurements were made by incorporating the 
sensing material into a microstripline as shown in 
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one watt passing along the microstrip produces an 
rms magnetic field in the sample of  about 100 
milligauss. By passing a linearly polarized light 
beam through the sample at right angles to the 
microstrip the polarization direction of the beam 
is modulated at t he H.F. frequ e ncy. Th is  
mo?ulation is  detected by a polarizing analyzer, 
which converts the polarization modulation to 
amplitude modulation, and a fast photodiode. The 
frequency response of the Cd(.9)Mn(.1)Te sample is 
shown in Figure 2 .  Other compositions show a 
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similar functional dependence to the frequency 
response with the rolloff frequency increasing with 
Mn concentration. 
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Spin Dynamics 

The time (and thus the frequency) dependence of the 
Faraday effect can easily be shown to reflect the 
time dependence of the ground state magnetization. 
Thus, the frequency response of Faraday effect 
magnetic field sensors will be determined by the 
spin dynamics. It is well known [5] that for small 
a pplied fields the frequency response o f  a 
collection of spins is well described by the 
modified Bloch equations. The solution yields the 
functional form for the frequency response shown by 
the solid line in Figure 2. 

M(w) = Mo

V 1 + (wT) 2 

The time constant T reflects the physical processes 
which allow the magnetization to respond to the 
applied magnetic field. In the magnetically dilute 
limit, the ground state magnetization can only grow 
by spin flips which require that energy be given up 
to the lattice. Thus the response is determined by 
"spin-lattice" relaxation processes. In the 
magnetically dense limit the magnetization is not a 
c onserve d q u antity  at  l o w  f i e l d s  a n d  t h e  
magnetization can be changed without transfering 
energy out of the spin system. In this case the 
response is determined by "spin-spin" relaxation 
processes. This is the appropriate description for 
the CdMnTe system concentrations considered. 

Conclusions 

The dilute magnetic semiconductors offer great 
possibilities as sensor materials for Faraday 
effect magnetic field sensors. The effect is very 
large and can be optimized for the light source to 
be used because of the tuneability of the bandgap. 
The frequency response is determined by the spin 
dynamics of the Mn spins and will allow bandwidths 
of several gigahertz. 
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