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ABSTRACT 
We have designed, fabricated, and tested micro-Pirani gauges, 

optimised for hermeticity monitoring in wafer-level packaged 

bolometer dies.  Tests show that the gauges have a resolution of at 

least 1 mTorr.  Furthermore, our gauges have a significantly smaller 

footprint than gauges previously published which achieve a similar 

resolution.  This is due to the use of high TCR (temperature 

coefficient of resistance) vanadium oxide and an optimised compact 

design.  These features make our Pirani gauges ideal for hermeticity 

monitoring in bolometer dies, and we have demonstrated this 

capacity by performing leak rate tests on wafer-level packaged dies 

with our gauges. 

 

INTRODUCTION 
Bolometers and infrared (IR) imaging, initially developed for 

military applications, are currently attracting ever-greater interest 

for consumer applications, as evidenced by recently released 

cameras, designed to be connected to a smartphone [1], [2].  A 

bolometer is essentially an IR-sensitive thermistor, so it must be 

packaged under vacuum to suppress heat loss through air, generally 

at a pressure on the order of 10 mTorr [3], [4]. 

Cost of the device is critical, and one of the key enabling 

technologies for reducing fabrication costs of bolometers is to 

replace die-level packaging with wafer-level packaging (WLP) [3], 

[5].  The seal must be hermetic to avoid leaks and the ensuing 

reduction of performance, so a method of monitoring pressure inside 

the bolometer throughout the lifetime of the device is extremely 

useful.   Pirani gauges are a good choice for vacuum monitoring of 

bolometers: being pressure-sensitive thermistors, they are 

functionally similar to bolometers, so can easily be integrated in the 

same device using the same fabrication process. 

Microfabricated Pirani gauges have been demonstrated before, 

but those with the required resolution have a footprint greater than 

100 x 100 µm2.  Given that another key factor for costs is the device 

size, it is essential that the Pirani gauge has as small a footprint as 

possible to avoid wasting valuable die real-estate.  We have 

designed, fabricated, and tested micro-Pirani gauges with a 

resolution of at least 1 mTorr and sizes between 22 x 22 µm2 and 

42 x 45 µm2.  These gauges are significantly smaller than any other 

previously published gauges with similar resolution.  We have also 

used these micro-Pirani gauges to monitor hermeticity inside WLP 

dies. 

 

THEORY OF PIRANI GAUGES 
Micro-Pirani gauges are generally implemented using a 

suspended platform.  On this platform there is a resistive sensing 

element which is heated by the Joule effect.  The equilibrium 

temperature of the gauge depends on the heat loss, which occurs 

mainly via solid conduction through the structure suspending the 

gauge, and through the surrounding gas.  The thermal conductance 

of the surrounding gas varies with pressure, as long as the mean free 

path is greater than the gap between the gauge and the substrate, so 

the temperature of the gauge depends on pressure.  The gauge 

temperature is determined by measuring the electrical resistance of 

the suspended heating element, which varies due to its TCR 

(temperature coefficient of resistance).  In our gauges there is a layer 

of vanadium oxide on the suspended platform which serves as the 

resistive sensing element, and since vanadium oxide has a negative 

TCR, resistance decreases as pressure decreases. 

Research on micro-Pirani gauges initially focussed on 

addressing one of the main disadvantages of conventional Pirani 

gauges, by extending their upper pressure limit up to and beyond 

atmospheric pressure.  This was achieved by reducing the gap 

between the suspended platform and the substrate [6], down to 

values as low as 50 nm [7].  More recently, it has been proposed to  

 

 

 
 

 
 

Figure 1: a) Optical microscope image showing a top-view of a 

22 x 22 µm2 Pirani gauge.  The dotted lines show the limits of the 

device.  b) Tilted scanning electron microscope (SEM) image of a 

26 x 29 µm2 gauge. 

 

978-1-940470-02-3/HH2016/$25©2016TRF 218 Solid-State Sensors, Actuators and Microsystems Workshop
Hilton Head Island, South Carolina, June 5-9, 2016



use micro-Pirani gauges to monitor hermeticity of vacuum-

packaged MEMS [8], so sensitivity down to the mTorr range is 

required. 

 

EXPERIMENTAL DETAILS 
Fabrication and design of the micro-Pirani gauges 

We designed micro-Pirani gauges with four different sizes, between 

22 x 22 µm2 and 42 x 45 µm2.  The legs suspending the platform 

and sensing element are long and narrow to reduce thermal 

conductance of the gauges, thus increasing their resolution at low-

pressure.  The gauges were successfully fabricated on 200 mm 

wafers using an industrial CMOS-compatible process. 

The main materials used were silicon nitride as the structural 

material, and high-TCR vanadium oxide as the sensing material on 

the suspended platform.  The latter material was chosen as it is the 

most commonly used material for commercial micro-bolometers.  

Certain wafers were then wafer-level packaged by bonding them to 

a second wafer using a metal solder, in order to enclose the Pirani 

gauges in a cavity under vacuum.  Fig. 1 shows images of two 

examples of Pirani gauges which were fabricated, with footprints of 

22 x 22 µm2 and 26 x 29 µm2. 

 

Pirani gauge characterisation methods 

All electrical tests were carried out by driving the Pirani gauges 

with a current source and measuring their output voltages.  To test 

the response of the gauges as a function of pressure, the gauges were 

placed in a vacuum prober, in which the pressure could be controlled 

between 10 µTorr and atmospheric pressure.  Pressure was 

measured using an ion gauge or a capacitive diaphragm gauge, 

depending on the vacuum level. 

Pirani gauges can also be used to measure leak rates into a WLP 

die, by measuring the evolution of pressure inside the die versus 

time.  This test is usually accelerated using “bombing”, in other 

words, by placing the die in a high pressure environment.  We 

carried out leak rate measurements in a custom-built bombing 

chamber, pictured in Fig. 2, under a helium atmosphere. 

 

 
 

Figure 2: 200 mm bombing chamber used for accelerated leak rate 

measurements at the wafer-level with our micro-Pirani gauges. 

 

RESULTS AND DISCUSSION 
Electrical measurements of unpackaged micro-Pirani gauges 

The resolution of the Pirani gauges was determined by 

measuring the voltage across the gauges driven at constant current, 

while increasing pressure in the vacuum prober.  Fig. 3 shows these 

measurements for two different gauge sizes and we can observe that 

in both cases the resolution is better than 1 mTorr. 

Fig. 4 shows resolution versus device footprint for the smallest 

Pirani gauge which we fabricated (22 x 22 µm2), compared to other 

Pirani gauges published in the literature [4], [6], [7], [9]–[16]. This 

clearly shows that a resolution of 1 mTorr has never been achieved 

 
 

Figure 3: Measurement of the response of two Pirani gauges at 

constant current as a function of pressure.  The 22 x 22 µm2 gauge 

has a resolution of 1 mTorr and the 26 x 29 µm2 gauge has a 

resolution of less than 1 mTorr. 

 

with such a small footprint; indeed the footprint of devices with a 

comparable resolution is at least one order of magnitude higher.  

Previously published work has focussed on either achieving very 

high resolution gauges at the cost of a larger footprint, or gauges 

with very small size, but which had lower resolution.  The 

performance of our gauges was largely achieved through the use of 

vanadium oxide as a sensing material.  Indeed, the TCR of vanadium 

oxide is an order of magnitude higher than that of metals, which are 

the most commonly-used material for sensing elements in 

previously published work.  The footprint of the gauges was reduced 

by optimising their design to make them as compact as possible. 

 

 
 

Figure 4: Resolution versus footprint for our Pirani gauge and a 

selection of gauges from the literature.  Our gauge achieves a 

resolution of 1 mTorr, but with a significantly smaller footprint than 

other published devices.  The colour of the symbols indicates the 

sensing material which was used. 
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Fig. 5 shows the results of resistance versus current 

measurements performed at different constant-pressure values.  

These measurements demonstrate the wide operation range of the 

Pirani gauges, which have an upper detection limit of around 

100 Torr.  While this is much greater than the desired operating 

pressure for bolometers, this can be useful for troubleshooting 

hermeticity problems caused by leaks or outgassing for example. 

 

 
 

Figure 5: Pirani gauge resistance versus driving current, for 

different pressures.  This illustrates the typical pressure-dependent 

behaviour of a Pirani gauge: as pressure decreases, a given current 

will cause a greater temperature rise, leading to a greater 

resistance decrease (due to the negative TCR of vanadium oxide). 

 

Using the micro-Pirani gauges to monitor hermeticity of WLP 

dies 

Fig. 6 shows resistance versus current measured on a WLP 

Pirani gauge before and after bombing for 9 days under 5 atm of 

helium.  We can see that for a given current, resistance is higher 

after bombing, and as explained earlier, this means that the pressure 

inside the die has increased, due to helium leaking through the seal.  

Based on the estimated pressure values, the standard leak rate is on 

the order of 10-12 Torr.L/s. 

The maximum bombing pressure recommended to avoid 

creating additional leakage paths in the seal is 5 atm [17], but 

bombing time can easily be increased.  Furthermore, the use of 

helium also significantly increases the sensitivity of the 

measurement.  Leak rates are usually reported as standard leak 

rates, ie. the leak rate which would be measured if the die was 

exposed to air under a ∆P of 1 atm.  To convert a standard leak rate, ℒ, to a leak rate, R, obtained with another gas at a different pressure 

and temperature, the following equation is used [18] : 

 

 � = ℒ ����	�
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�
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where Mair and Mgas are the atomic weights of air and the gas used, 

Tgas is the temperature of the gas, Pext is the external pressure, Pdie 

the pressure inside the die, and Patm the standard atmospheric 

pressure.  Therefore, by using helium at 5 atm, the leak test is 

accelerated by a factor of 13.  Furthermore, the sensitivity of the 

Pirani gauges is improved, given that the thermal conductivity of 

helium is six times higher than that of air.  Therefore, by carrying 

out bombing during one month, we estimate that we will be able to 

measure leak rates as low as 10-15 Torr.L/s, which compares 

favourably with RGA (residual gas analysis) measurements. 

 

 
 

Figure 6: Resistance versus current for a WLP Pirani gauge, before 

and after bombing during 9 days at 5 atm of helium.  After bombing, 

the curve has shifted upwards due to the pressure increase inside 

the die caused by helium leaking in. 

 

CONCLUSIONS 
We have successfully designed and fabricated micro-Pirani 

gauges on 200 mm wafers, using a CMOS-compatible industrial 

process.  We also packaged devices under vacuum, using wafer-

level packaging.  Electrical testing shows that the gauges have a 

resolution of at least 1 mTorr, which has never been achieved 

previously with such a small footprint.  This performance was 

obtained thanks to the use of high-TCR vanadium oxide and the use 

of this material also makes these Pirani gauges an ideal choice for 

in-situ monitoring of WLP bolometers.  We have also used these 

gauges to carry out leak rate measurements to evaluate the 

hermeticity of WLP dies.  Pirani gauges are usually calibrated as a 

function of pressure before vacuum packaging, or one die is 

calibrated and used for all other dies from the wafer [4].  Both 

approaches are time-consuming, and even with a well-controlled 

process, the latter approach increases measurement uncertainty [4].  

Therefore, we are currently developing methods for measuring 

pressure within a packaged die which do not require prior calibration 

versus pressure. 
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